APPENDIX X. HISTORIC INTERIOR FINISHES: PAINT INVESTIGATION

Element Code: 1.A.1 Description: Crown Molding Element Code: 1.A.2 Description: Wall
Element Type: Plaster Substrate Element Type: Plaster Substrate
Location: First Floor Under Rotunda Corridor Area Location: First Floor Under Rotunda Corridor Area
Color Chip: Color Chip:
Color Notes: Munsell Color Notation 10YR 8/4 Color Notes: Munsell Color Notation 10YR 9/1
Medium Yellow Gray Brown Gray Yellow White
Findings: Found 5 layers of pigmented paint Findings: Found 3 layers of pigmented paint
Test/Analysis: 15" Coat — Orange Shellac. Test/Analysis: 1% Coat — Orange Shellac
15 Pigmented Layer - 10YR 8/4 15 Pigmented Layer — 10YR 9/1
Medium Yellow Gray Brown Gray Yellow White
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Element Code:
Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1A.3 Description: Post Capital

Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 9/2
Brown Yellow White

Found 3 layers of pigmented paint
1#* Coat — White Primer

15 Pigmented Layer — 10YR 9/2
Brown Yellow White

Element Code:
Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.A4 Description: Crown Molding of Post Capital
Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 8/4
Medium Yellow Gray Brown

Found 5 layers of pigmented paint
1#* Coat — White Primer

15 Pigmented Layer — 10YR 8/4
Medium Yellow Gray Brown
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Element Code:
Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1LA5 Description: Shaft of Post
Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 5Y 9/2
Pale Yellow Gray White

Found 3 layers of pigmented paint

15" Coat — White Primer
15 Pigmented Layer — S5Y 9/2

Pale Yellow Gray White

Element Code:
Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1A.6 Description: Ceiling
Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 8.5/2.5
Medium Gray Yellow Brown

Found 5 layers of pigmented paint

15" Coat — Orange Shellac
15 Pigmented Layer — 10YR 8.5/2.5

Medium Gray Yellow Brown
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.A.7 Description: Beam of Ceiling

Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 9/2
Brown Yellow White

Found 4 layers of pigmented paint
1** Coat — White Primer

1** Pigmented Layer — 10YR 9/2
Brown Yellow White

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.A.8 Description: Mullion
Metal Substrate
First Floor Under Rotunda Corridor Area

Munsell Color Notations 10YR 8/4
Medium Yellow Gray Brown

Found 5 layers of pigmented paint
1** Coat — Black Primer

1** Pigmented Layer — I0YR 8/4
Medium Yellow Gray Brown
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.A.9 Description: Rosette

Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 9/2
Brown Yellow White

Found 3 layers of pigmented paint
15" Coat — Orange Shellac

15 Pigmented Layer — 10YR 9/2
Brown Yellow White

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.B.1 Description:

Ceiling On Beam
Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 8.5/2.5
Medium Gray Yellow Brown

Found 2 layers of pigmented paint

1#* Coat — White Primer
1% Pigmented Layer — 10YR 8.5/2.5
Medium Gray Yellow Brown
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.B.2 Description: Cornice

Plaster Substrate

First Floor Under Rotunda Corridor Area

Munsell Color Notation 10YR 8/4
Medium Yellow Gray Brown

Found 2 layers of pigmented paint
1*t Coat — White Primer

1** Pigmented Layer — 10YR 8/4
Medium Yellow Gray Brown

Element Code:

Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.C.1 Description: Post Shaft

Open Weave Canvas

Library

Munsell Color Notation 10YR 9/4
Medium Gray Brown Yellow

Found 4 layers of pigmented paint

1*t Coat — No Visible Primer
1t Pigmented Layer — 10YR 9/4
Medium Gray Brown Yellow
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.C.2 Description:

Plaster Substrate

Library

Munsell Color Notation 10YR 7/4
Medium Dark Gray Yellow Brown

Found 2 layers of pigmented paint
1** Coat — Gray Varnish

I** Pigmented Layer — 10YR 7/4
Medium Dark Gray Yellow Brown

Capital
Crown Molding

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.C.3 Description: Wall above
wainscot

Plaster Substrate

Library

Munsell Color Notation 10YR 8/4
Medium Yellow Gray Brown

Found 6 layers of pigmented paint
1** Coat — Orange Shellac

I** Pigmented Layer — I0YR 8/4
Medium Yellow Gray Brown
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Element Code: 1.C.4 Description: Picture Molding
Below Frieze

Element Type: Plaster Substrate
Location: Library

Color Chip:

Color Notes: Munsell Color Notation 10YR 8/4
Medium Yellow Gray Brown

Findings: Found 2 layers of pigmented paint
Test/Analysis: 1% Coat — White Primer

I** Pigmented Layer — 10YR 8/4
Medium Yellow Gray Brown

Element Code:

Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1.C.5 Description: Crown
Molding

Plaster Substrate

Library

Munsell Color Notation 10YR 7/4
Medium Dark Gray Yellow Brown

Found 3 layers of pigmented paint
I** Coat — White Primer

I** Pigmented Layer — I0YR 7/4
Medium Dark Gray Yellow Brown
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.A.1 Description:

Plaster Substrate

East Corridor

Munsell Color Notation 5Y 8.5/0.5
Yellow White Gray

Found 5 layers of pigmented paint
1t Coat — No Visible Primer

1** Pigmented Layer — 5Y 8.5/0.5
Yellow White Gray

Ceiling

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.A.2 Description: Beams

Plaster Substrate

East Corridor

Munsell Color Notation 5Y 8.5/0.5
Yellow White Gray

Found 5 layers of pigmented paint
1** Coat — No Visible Primer

I** Pigmented Layer — 5Y 8.5/0.5
Yellow White Gray
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.B.1 Description:

Plaster Substrate

Main Entry

Munsell Color Notation 10YR 7/3.5
Medium Yellow Brown

Found 6 layers of pigmented paint
15 Coat — White Primer

1** Pigmented Layer — 10YR 7/3.5
Medium Yellow Brown

Inner Flat Field
of Beam

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.B.2 Description: Ceiling

Plaster Substrate

Main Entry

Munsell Color Notation 10YR 8/4
Medium Yellow Gray Brown

Found 5 layers of pigmented paint
15" Coat — White Primer

1** Pigmented Layer — 10YR 8/4
Medium Yellow Gray Brown
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Element Code: 2.B.3 Description: Crown Molding Element Code: 2.C.1 Description: Ceiling

Element Type: Plaster Substrate Element Type: Plaster Substrate
Location: Main Entry Location: East Wing Offices 223/225
Color Chip: Color Chip:
Color Notes: Munsell Color Notation 10YR 8/2.5 Color Notes: Munsell Color Notation 5Y 9/1
Pale Yellow Brown Gray Green White
Findings: Found 3 layers of pigmented paint Findings: Found 4 layers of pigmented paint
Test/Analysis: 1% Coat — White Primer Test/Analysis: 1% Coat — White Primer
1** Pigmented Layer — 10YR 8/2.5 1¥* Pigmented Layer — 5Y 9/1
Pale Yellow Brown Gray Green White
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.C.2 Description:

Crown Molding

Plaster Substrate

East Wing Offices 223/225

Munsell Color Notation 5Y 9/1
Gray Green White

Found 4 layers of pigmented paint
1#* Coat — White Primer

15 Pigmented Layer — 5Y 9/1
Gray Green White

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.C3 Description:

Cornice
Plaster Substrate

East Wing Offices 223/225

Munsell Color Notation 5Y 8.5/1.5
Yellow Green Gray

Found 3 layers of pigmented paint

1#* Coat — White Primer
15 Pigmented Layer — 5Y 8.5/1.5
Yellow Green Gray
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.D.3 Description: Wall Under Sill

Plaster Substrate

West Wing Office

Munsell Color Notation 10YR 8.5/3.5
Light Gray Brown Yellow

Found 5 layers of pigmented paint
1** Coat — White Primer

1** Pigmented Layer — I0YR 8.5/3.5
Light Gray Brown Yellow

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.D.4 Description: Trim
Molding Under Sill of Window

Plaster Substrate

West Wing Office

Munsell Color Notation 10YR 7/6
Gray Yellow Ochre

Found 5 layers of pigmented paint
1** Coat — White Primer

1** Pigmented Layer — I0YR 7/6
Gray Yellow Ochre
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.E.1 Description: 2” Curved Crown Molding

Plaster Substrate

Governor’s Board Room

Munsell Color Notation 10YR 8/4
Medium Yellow Gray Brown

Found 3 layers of pigmented paint
It Coat — White Primer

1** Pigmented Layer — I0YR 8/4
Medium Yellow Gray Brown

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

Element Code: 2.E.2  Description:

Plaster Substrate

Governor’s Board Room

Gold Metallic Powder

Found 3 layers of pigmented paint

Ist Coat — Orange Shellac
I** Pigmented Layer — Gold Metallic

Tongue & Dart

PACE XIX.X.14
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.E4 Description:

Plaster Substrate

Governor’s Board Room

Munsell Color Notation 5Y 9/1
Gray Green White

Found 3 layers of pigmented paint
1** Coat — White Primer

1** Pigmented Layer — 5Y 9/1
Gray Green White

1/2” Flat Band

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.E.5 Description: Egg & Dart

Molding
Plaster Substrate

Governor’s Board Room

Munsell Color Notation 5Y 9/1
Gray Green White

Found 3 layers of pigmented paint
1** Coat — White Primer

I** Pigmented Layer — 5Y 9/1
Gray Green White
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Element Code: 2.E.7 Description: Bead & Reel Element Code: 2.E.8 Description: 1” Curved
Band

Element Type: Plaster Substrate Element Type: Plaster Substrate
Location: Governor’s Board Room Location: Governor’s Board Room
Color Chip: Color Chip:
Color Notes: Munsell Color Notation 10YR 9/1 Color Notes: Munsell Color Notation 5Y 9/1

Gray Yellow White Gray Green White
Findings: Found 3 layers of pigmented paint Findings: Found 3 layers of pigmented paint
Test/Analysis: 1% Coat — Orange Shellac Test/Analysis: 1% Coat — White Primer

1** Pigmented Layer — I0YR 9/1 I** Pigmented Layer — 5Y 9/1

Gray Yellow White Gray Green White
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.E.9 Description:

Plaster Substrate

Governor’s Board Room

Munsell Color Notation 5Y 8.5/1.5

Yellow Green Gray
Found 4 layers pigmented paint

15t Coat — White Primer

15 Pigmented Layer — 5Y 8.5/1.5

Yellow Green Gray

2” Flat Band Trim

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

1” Flat On Frieze

2.E.10 Description:
Wood Substrate

Governor’s Board Room

5Y 7.5/1.5
Medium Gray Green

Found 4 layers pigmented paint
1#* Coat — White Primer

15 Pigmented Layer — 5Y 7.5/1.5
Medium Gray Green
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.F1 Description: Window Trim Under Sill

Wood Substrate

Governor’s Room 206

Munsell Color Notation 10Y 9.25/0.5NN
Off White

Found 2 layers of pigmented paint
1#* Coat — Clear Shellac

15 Pigmented Layer — 10Y 9.25/0.5NN
Off White

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.G1 Description:

Oak Leaf Molding

Plaster Substrate

Gold Room

Munsell Color Notation 10YR 7/6
Gray Yellow Ochre

Found 4 layers of pigmented paint

15" Coat — Orange Shellac
15 Pigmented Layer — 10YR 7/6
Gray Yellow Ochre
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.G.3 Description:

17 Picture Molding
Framing Oak Leaf

Plaster Substrate

Ceiling of Gold Room

Munsell Color Notation 10YR 8.5/2.5
Medium Gray Yellow Brown

Found 3 layers of pigmented paint
15 Coat — Orange Shellac

1** Pigmented Layer — 10YR 8.5/2.5
Medium Gray Yellow Brown

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.G4 Description: Flat Ceiling
Outside Oak Leaf Molding

Canvas on Plaster

Ceiling of Gold Room

Munsell Color Notations 5Y 8.5/0.5
Yellow White Gray

Found 3 layers of pigmented paint
15 Coat — White Primer

1** Pigmented Layer — 5Y 8.5/0.5
Yellow White Gray
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.G5 Description:

2” Curved Molding

Plaster Substrate

Ceiling/Wall Junction of Gold Room

Munsell Color Notation 10YR 8.5/1.5
Light Gray Brown White

Found 3 layers of pigmented paint
15 Coat — White Primer

1** Pigmented Layer — 10YR 8.5/1.5
Light Gray Brown White

Element Code: 2.G.7 Description: 2” Flat

Band Above Tongue & Dart

Element Type: Plaster Substrate

Location: Gold Room

Color Chip:

Color Notes: Munsell Color Notation 10YR 9/2
Brown Yellow White

Findings: Found 2 layers of pigmented paint

Test/Analysis: 1% Coat — Orange Shellac
1** Pigmented Layer — 10YR 9/2
Brown Yellow White
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Element Code: 2.G.9 Description: Egg of Egg & Dart Element Code: 2.G.10 Description: Tongue & Dart

Element Type: Plaster Substrate Element Type: Plaster Substrate
Location: Gold Room Location: Gold Room
Color Chips: Color Chips:
Color Notes: Munsell Color Notation 10YR 9/2 Color Notes: Gold Leaf
Brown Yellow White
Findings: Found 6 layers of pigmented paint Findings: Found 4 layers of pigmented paint
Test/Analysis: 1% Coat — Orange Shellac Test/Analysis: 1% Coat — Orange Shellac
(ground) 1% Pigmented Layer — 10YR 9/2 Brown Yellow White I** Pigmented Layer — Gold Leaf

2" Pigmented Layer — Gold Leaf
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Element Code: 2.G.11 Description: Wall Element Code: 2.G.12 Description: Flat Molding of Frieze

Element Type: Open Weave Canvas on Plaster Element Type: Plaster Substrate

Location: Gold Room Location: Gold Room

Color Chip: Color Chip:

Color Notes: Munsell Color Notation 10YR 8.5/3.5 Color Notes: Munsell Color Notation 10YR 9/1
Light Gray Brown Yellow Gray Yellow White

Findings: Found 3 layers of pigmented paint Findings: Found 3 layers of pigmented paint

Test/Analysis: 1% Coat — White Primer Test/Analysis: 1% Coat — White Primer
15 Pigmented Layer — 10YR 8.5/3.5 15 Pigmented Layer — 10YR 9/1

Light Gray Brown Yellow Gray Yellow White
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

Description:

Plaster Substrate

Gold Room

Munsell Color Notation 10YR 8/2.5
Medium Gray Brown

Found 3 layers of pigmented paint
1t Coat — White Primer

1s* Pigmented Layer — 10YR 8/2.5
Medium Gray Brown

1” Flat Field of
Frieze outside Molding

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

Description:

Plaster Substrate

Gold Room

Munsell Color Notation 5Y 9/1
Gray Green White

Found 3 layers of pigmented paint
1t Coat — white Primer

1t Pigmented Layer - 5Y 9/1
Gray Green White

Flat Field Frieze inside
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.G.15 Description: Inner flat Section

Of Panel of Wall
Canvas on Plaster Substrate

Gold Room

Munsell Color Notations 5GY 8.5/1
Pale Gray Green

Found 3 layers of pigmented paint

1** Coat — Orange Shellac

(ground) 1% Pigmented Layer — 5GY 8.5/1

Pale Gray Green
2" Pigmented Layer — Gold Metallic Powder

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.G.16 Description: Beam
1” Perimeter Picture Molding

Plaster Substrate

Gold Room

Munsell Color Notation 10YR 9/1
Gray Yellow White

Found 5 layers of pigmented paint

1** Coat — White Primer
1** Pigmented layer — 10YR 9/1
Gray Yellow White
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Element Code: 2.G.17 Description: Flat Field Inside Element Code: 2.G.18 Description: Flat Field

1” Picture Molding Outside 1” Molding

Element Type: Canvas on Plaster Substrate Element Type: Plaster Substrate
Location: Beams of Gold Room Location: Beams of Gold Room
Color Chip: Color Chip:
Color Notes: Gold Metallic Powder Color Notes: Munsell Color Notation 5Y 9/2

Pale Yellow Gray White
Findings: Found 4 layers of pigmented paint Findings: Found 3 layers of pigmented paint
Test/Analysis: 1% Coat — Orange Shellac Test/Analysis: 1% Coat — White Primer

1** Pigmented Layer — Gold Metallic Powder I** Pigmented Layer — 5Y 9/2
Pale Yellow Gray White
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.J.1 Description:
Plaster Substrate

Corridor

Munsell Color Notation 10YR 7/8
Yellow Ochre

Gold Leaf

Found 3 layers of pigmented paint

15t Coat — White Primer

(ground) 1% Pigmented Layer — 10YR 7/8

Yellow Ochre
2" Pigmented Layer — Gold Leaf

Ground for Stencil

Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

2.J.2 Description: Stencil
Plaster Substrate

Corridor

Munsell Color Notation 10YR 9/4
Medium Gray Brown Yellow
Gold Leaf

Found 3 layers of pigmented paint

15t Coat — White Primer

(ground) 1* Pigmented Layer — 10YR 9/4

Medium Gray Brown Yellow
2" Pigmented Layer — Gold Leaf
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Element Code: 2.J.3 Description: Perimeter Band

Element Type: Plaster Substrate
Location: Corridor

Color Chip:

Color Notes: Munsell Color Notation 10YR 7/8
Yellow Ochre
Gold Leaf

Findings: Found 3 layers of pigmented paint

Test/Analysis: 1% Coat — White Primer
(ground) 1% Pigmented Layer — 10YR 7/8
Yellow Ochre
2" Pigmented Layer — Gold Leaf
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Element Code:

Element Type:

Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

3.A.1 Description:

Plaster Substrate

Corridor

Munsell Color Notation 10YR 7.5/2
Medium Brown Gray

Found 2 layers of pigmented paint
1#* Coat — White Primer

15 Pigmented Layer — 10YR 7.5/2
Medium Brown Gray

Wall

Element Code:

Element Type:
Location:

Color Chip:

Color Notes:

Findings:

Test/Analysis:

3.A2 Description: 1 4" Flat Band

Plaster Substrate

Corridor

Munsell Color Notation 10YR 9/2
Brown Yellow White

Found
18t Coat — White Primer

15 Pigmented Layer — 10YR 9/2
Brown Yellow White
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Element Code: 3.A.3 Description: 12” Flat Band Of Frieze Element Code: 3.A.4 Description: 6” Flat Band Of Frieze

Element Type: Plaster Substrate Element Type: Plaster Substrate

Location: Corridor Location: Corridor

Color Chip: Color Chip:

Color Notes: Munsell Color Notation 7.5YR7/4 Color Notes: Munsell Color Notation 10YR 9/2
Medium Light Brown Brown Yellow White

Findings: Found 6 layers of pigmented paint Findings: Found 6 layers of pigmented paint

Test/Analysis: 1 Coat — White primer Test/Analysis: 1% Coat — White Primer
1** Pigmented Layer — 7.5YR 7/4 1** Pigmented Layer — 10YR 9/2
Medium Light Brown Brown Yellow White
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Element Code: 3.A.5 Description: ¥ Flat Band Of Frieze Element Code: 3.A.6 Description: 2” Trim Molding of Frieze

Element Type: Plaster Substrate Element Type: Plaster Substrate

Location: Corridor Location: Corridor

Color Chip: Color Chip:

Color Notes: Munsell Color Notation 10YR 7.5/2 Color Notes: Munsell Color Notation 10YR 9/2
Light Gray Brown Brown Yellow White

Findings: Found 4 layers of pigmented paint Findings: Found 6 layers of pigmented paint

Test/Analysis: 1% Coat — White Primer Test/Analysis: 1% Coat — White Primer
1** Pigmented Layer — I0YR 7.5/2 I** Pigmented Layer — 10YR 9/2
Light Gray Brown Brown Yellow White
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